AWTA ProbucT TESTING

Austlan Wool Tesing Authorty Lid - racing 3 AWTA Prodict Teting
ABN. 43 006 014 106
1st Floor, 191 Racecourse Road, Flemington, Victoria 3031
PO Box 240, North Melbourne, Victoria 3051
Phone (03) 93712400 Fax (03) 9371 2499

TEST REPORT
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TEST NUMBER : 7-554713-BN
DATE : 1070972007

CLIENT : NSW LEATHER CO PTY LID
707 ELIZABETH_STREET
WATERLOO NSW 2017

SAMPLE DESCRIPTION Clients ref: ;Royal Avistor Leather!
One sample, black 1
Eod uees Airoratt seatin

FAR PART 25-1995 - Airworthiness Standards: Transport Category Airplan
LR Interior Compartments Occupied by Crew or Yassehgers
(12s IGNT’

g Specimen. 1 2 3 Mean
. Length:

Flame Time « . 0.0 0.0 0.0 0.0s
Burn Length = “¢uy 15 20 10 15 mm
Drip Flame Time 0.0 0.0 0.0 0.0 s
width

Flame Time 0.0 0.0 0.0 0.0 s
Burn Lengtl 15 15 10 13 mm
Drip Flame Time 0.0 0.0 0.0 0.0s

ts: sel i no i
§ some. smoke no drips

FAR 25.853 APP F  Requirements: The average burn length may not exceed
B B ) 305" 3 Thtnes Boswm) and che sverage flame tife after removal
Of the flame source may not exceed 15 seconds. Drippings
from the test specinen may not continue to
average of 5 seconds after falling.
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